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(7) ABSTRACT

A transparent or substantially transparent formable and/or
flexible component for use as an outer protective element in
an electronic or opto electronic device including at least one
electrically active organic layer, which component is a
composite structure comprising a layer of glass of a thick-
ness less than or equal to 200 microns and a layer of plastic.
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